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SHIJIAZHUANG LIANTU IMPORT AND EXPORT TRADING CO.,LTD .

1-B-812 LANZUAN BUILDING,NO.19 NORTH STREET,XINHUA AREA,SHIJIAZHUANG CITY

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC pipe wrapping 

tape.

SGS Job No. : CP13-056620 - GZ .

Model No. :. leto-0011.

Date of Sample Received : . 01 Nov 2013.

Testing Period : . 01 Nov 2013 - 06 Nov 2013 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Almay Gao.

Approved Signatory .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. CAN13-169520.001 Black adhesive plastic tape .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Elementary Analysis.

Test Method : . (1)With reference to IEC 62321-5:2013, determination of Lead by ICP-OES. .

001.

Lead (Pb). mg/kg. 2 ND

Test Item(s). Unit. MDL.
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ATTACHMENTS 
Pb Testing Flow Chart 

 

1) Name of the person who made testing: Michael Tso   
2) Name of the person in charge of testing:  Adams Yu 
 
 
 
 

Sample Preparation 

Sample Measurement 

Acid digestion with 
microwave/ hotplate 

 

Filtration 

Solution Residue 

1) Alkali Fusion / 
Dry Ashing 

2) Acid to 
dissolve 

ICP-OES/AAS 

DATA 

Pb 
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Sample photo: .

CANEC1316952001

CAN13-169520.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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